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a b s t r a c t
The WC reinforced Fe-based amorphous composite coatings were prepared by laser cladding with rectangular spot. The effect of laser remelting on the microstructure and properties of composite coatings
was investigated. The results showed that laser remelting can reduce the cracks and porosities of the
cladding coating and improve its surface quality. Large amounts of crystalline phases were precipitated
at the top of the cladding and remelting coatings. However, the microstructure at the top of the remelting
coating was finer compared to that at the top of the cladding coating. With increasing distance from the
surface of substrate, the amorphous phase appeared within the remelting coating and large amounts of
carbides rich in Fe and Mo, Fe23B6, c-Fe and Cr9.1Si0.9 phases were also precipitated in the remelting coating. As a result, the corrosion resistance of the remelting coating was higher than that of the cladding
coating. The microhardness of the remelting coating was approximately 1.13 times higher than that of
the cladding coating.
Ó 2018 Elsevier Ltd. All rights reserved.

1. Introduction
Amorphous alloys, also known as metallic glasses, are metastable products obtained by rapid cooling [1]. Since Kramer et al.
[2] and Brenner et al. [3] prepared amorphous Sb film and Ni-P
amorphous film by vapor deposition and electrodeposition, respectively, many researchers have begun to produce metallic glasses by
different methods. For instance, Duwez et al. [4] prepared Au70Si30
amorphous alloy by liquid spray quenching in 1960. Chen et al. [5]
used rapid continuous casting roller to prepare lots of amorphous
ribbons which were formally named as ‘‘metallic glass”. In addition, mechanical alloying [6–8], melt spinning [9] and casting
methods [10,11] were also widely used to prepare metallic glasses.
However, there were few reports that amorphous alloys have be
used as structural materials due to limits of the glass forming ability (GFA) and inherent brittleness. In order to solve this problem,
Miura et al. [12] prepared a series of FeNiP(Si)B amorphous coatings by flame spraying in 1984. Subsequently, amorphous coatings
were produced widely by surface modification techniques, such as
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plasma spraying [13,14], HVOF [15,16] and laser cladding [17–19].
These amorphous coatings exhibit many excellent properties, such
as high hardness, high tensile strength, good wear and corrosion
resistance and excellent magnetic properties [20–22].
Compared to the traditional thermal spraying techniques, laser
cladding is characterized by high power density (104–106 W/cm2),
rapid cooling rate (104–106 K/s), and can produce dense coatings
with low dilution and metallurgical bonding to substrate [23].
Therefore, it has become a prospective technique to prepare amorphous coatings with high properties. For example, Yoshioka et al.
[24] prepared amorphous Ni-Cr-P-B coating on the surface of low
carbon steel by laser cladding, the result showed that when the
chemical composition including Cr in 14–17 at.%, P in 15–18 at.%,
B in 2–5 at.%, B and P in 19–20 at.% was designed, a amorphous
coating can be obtained successfully. Wu et al. [25] prepared Febased amorphous coating with a thickness of 1.2 mm by laser cladding, and found that the amorphous coating exhibited high microhardness and corrosion resistance. Li et al. [26] prepared Ni-Fe-BSi-Nb amorphous coatings by laser cladding and found that amorphous phase did not form when the laser power was 1 kW. However, when the laser power was less than 1 kW (0.7–0.9 kW),
amorphous phase appeared and resulted in an improvement in
microhardness of coating.
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In order to further improve the performance of amorphous
coatings, the particle reinforced amorphous composite coatings
prepared by plasma spraying, HVOF or laser cladding have received
significant attention. For instance, Xu et al. [27] prepared stainless
steel reinforced Fe-based amorphous composite coating by HVOF.
The results indicated that the pitting of composite coating in
3.5% NaCl solution was attributed to the formation of oxide
(Fe3O4) at the interfaces. Yoon et al. [28] prepared B4C reinforced
Fe-based amorphous composite coatings by plasma spraying, and
found that the microhardness and wear resistance of the composite coatings were improved significantly. Yue et al. [29] prepared
SiC reinforced Zr-based amorphous composite coatings by laser
cladding. The results showed that SiC addition could enhance the
microhardness and wear resistance, but the corrosion resistance
of amorphous composite coatings was reduced. In addition, laser
remelting was considered as an effective method to improve the
surface quality and properties of cladding coating. It has been
extensively adopted to prepare the amorphous coatings with dense
structure and excellent properties [30–33]. However, to the
authors’ knowledge, the research of combining laser cladding with
laser remelting to prepare WC reinforced amorphous composite
coatings is rarely reported. In this paper, the combination of laser
cladding and laser remelting is used to prepare WC reinforced
Fe-based amorphous composite coatings, and the emphasis is to
comparatively investigate the microstructure and corrosion resistance of composite coatings.
2. Experimental procedures
2.1. Materials
In this experiment, 45 steel (0.45 wt.% C) with dimensions of 60
 40  10 mm3 was used as the substrate and its chemical composition was listed in Table 1. The mixture of Fe-based amorphous
powder with a size of 15–50 lm and WC particles with a size of
15–25 lm at a mass ratio of 9:1 was used as the cladding material.
The chemical composition of the Fe-based amorphous powder was
listed in Table 2 and its X-ray diffraction (XRD) pattern was shown
in Fig. 1.
2.2. Laser cladding and laser remelting
Before laser cladding, the cladding material was pre-placed on
the substrate to form a powder bed with a thickness of 1.2 mm
and a width of 14 mm. The experiment of laser cladding and laser
remelting was carried out using a 8 kW semiconductor laser with a
wavelength of 980 nm. The processing parameters of laser cladding
and laser remelting were listed in Table 3.
2.3. Microstructure and properties
The geometrical profiles of the composite coatings were analyzed by optical microscopy (OM). Phase constituents were analyzed by D/MAX-2500 X-ray diffraction (XRD, target: Cu, 40 kV,
40 mA). Microstructure was characterized by ZEISS Sigma 300 field
emission scanning electron microscopy (SEM) equipped with
energy dispersive spectrometer (EDS).
Electrochemical measurements were carried out in 3.5 NaCl
solution with an electrochemical workstation (CHI 660C, Shanghai,
China). The device with a conventional three-electrode cell, which
was composed of a working electrode (WE) made from the coating
specimen with an exposed area of 0.58 cm2, a platinum counter
electrode (CE), and a saturated calomel reference electrode (SCE)
as reference electrode connected to a Luggin capillary bridge. The
potentiodynamic polarization curves were recorded at a sweeping
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rate of 20 mV min 1, starting from the moment when the open circuit potential (OCP) reached its steady state after immersing the
specimen in the electrolyte for about 1 h. Meanwhile, electrochemical impedance spectroscopy (EIS) was performed at OCP potentiostatically at a frequency range from 10 2–105 Hz. The equivalent
circuits and corresponding Nyquist as well as Bode plots were fitted by impedance spectrum data using Zsimpwin software. All
potentials mentioned in this work were measured with respect
to saturated calomel electrode (SCE). Microhardness was measured
by HV-1000 microhardness tester with a load of 0.98 N and a
dwelling time of 15 s.
3. Results and discussion
3.1. Macro-profile of coatings
Fig. 2 shows the geometrical morphology of WC reinforced Febased amorphous composite coatings before and after laser
remelting. The cracks, pores and wavy appearance caused by convection in the molten pool can be seen on the surface of the cladding coating (Fig. 2a). Moreover, some spherical non-melted
particles are observed on the surface and both sides of the cladding
coating. Obviously, the surface quality of the cladding coating is
not well. After laser remelting, the surface of the cladding coating
becomes smooth and no cracks and pores are observed (Fig. 2b).
Moreover, the width is reduced by 10.03% but the height is
increased by 8.25% compared to the cladding coating with a width
of 13.36 mm and a height of 0.97 mm (Fig. 2c). This is because the
cladding coating is remelted to a liquid melt that is more prone to
shrink due to minimization surface energy. Compared to laser cladding, the increasing of laser scanning speed during laser remelting
can reduce the temperature of the melt and therefore increase its
viscosity and surface tension, leading to an increase in cladding
height. In addition, the non-melted particles on the surface and
both sides of the cladding coating are also beneficial to an increase
in cladding height after laser remelting.
3.2. Microstructure of coatings
Fig. 3 shows the XRD patterns at the top of the cladding and
remelting coatings. The phase constituents of the cladding coating
are composed of M23C6 (M = Fe, Cr) with a cubic structure, Fe2B
with a tetragonal structure and Fe3Mo with a rhombohedral structure. Some scattering peaks appear at 2h = 44° and 95°, indicating
the presence of amorphous phase. After laser remelting, there are
still M23C6 carbides in the coating, but Fe2B and Fe3Mo phases
are melted to form the orthogonal FeB and cubic Fe9.7Mo0.3 phases.
Meanwhile, large amounts of c-Fe(Cr) and Cr9.1Si0.9 are formed and
no evidently scattering peaks are observed at the top of the remelting coating, showing that some crystalline phases are remelted to
form new phases after rapid solidification.
Fig. 4 shows the XRD patterns at the center of the cladding and
remelting coatings. Obviously, compared to those at the top of the
cladding and remelting coatings, the relative intensities of crystalline peaks are decreased and the wider diffraction peaks appear
at 2h = 44°, 75°, 90° and 115° before and after laser remelting, indicating that the more amorphous phase appears at the center of the
cladding and remelting coatings. Generally, the cooling rate
decreased with increasing distance from the bottom of molten pool
during laser cladding [23]. Therefore, the cooling rate at the center
of the molten pool is readily to reach the critical cooling rate for the
formation of amorphous phase so that the crystalline nucleation
and growth are able to be suppressed, compared to that at the
top of the molten pool. As a result, the diffraction peaks of amorphous phase at the center of the coatings are wider than those at
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Table 1
Chemical composition of substrate (wt.%).
Mn

P

C

Si

S

Ni

Cr

Fe

0.5–0.8

0.04

0.42–0.50

0.17–0.37

0.04

0.25

0.25

Balance

Table 2
Chemical composition of Fe-based amorphous alloy powder (at.%).
Mn

Mo

W

Si

C

B

Cr

Fe

1.9

7.4

1.6

2.4

3.8

15.2

18

Bal.

Fig. 1. XRD pattern of Fe-based amorphous powder.

Table 3
The processing parameters of laser cladding and laser remelting.
Processing
mode

Power
(kW)

Scanning speed (mm/
s)

Spot dimension
(mm2)

Laser cladding
Laser remelting

2.5
4.5

4
20

3  12
3  12

the top of the coating. Furthermore, when the laser scanning speed
is increased to 20 mm/s during rapid solidification, the diffraction
peaks of the remelting coating become wider than those of the
cladding coating, indicating that laser remelting is beneficial to
the formation of amorphous phase as a result of higher cooling
rate. Therefore, more amorphous phase can be obtained during
laser remelting with higher laser scanning speed [34].
Fig. 5 shows the backscattered images of the microstructure at
the top of the cladding and remelting coatings. The microstructure
of the cladding coating is characterized by the coarse crystalline
and a large number of irregular gray phase III (blue arrow marked
in Fig. 5a). These crystalline phases dispersed independently
within the gray phase III present the growth of equiaxed dendrites.
However, the partial cladding coating can be remelted so that the
atoms are rearranged and the relatively higher cooling rate can be
induced as a result of increasing laser scanning speed during laser
remelting (20 mm/s). Thus, the irregular gray phase III is not seen
clearly, whereas the very fine and dense microstructure is formed
in the remelting coating (Fig. 5b), which is consistent with the
results reported by Li [35].
Fig. 6 shows the backscattered images of the microstructure at
the center of the cladding and remelting coatings. The equiaxed
dendrites and some secondary dendrites are observed in the cladding coating (Fig. 6a and b). However, the equiaxed dendrites and
primary dendrites are observed in the remelting cladding
(Fig. 6c and d). Obviously, the amount of gray phase III is increased

Fig. 2. Macro-appearance of Fe-based amorphous composite coatings: (a) cladding coating, (b) remelting coating, (c) geometrical profile.
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Fig. 3. XRD patterns at the top of Fe-based amorphous composite coatings.

Fig. 4. XRD patterns at the center of Fe-based amorphous composite coatings.

significantly after laser remelting and the microstructure is finer
and more homogeneous than that of the cladding coating.
Fig. 7 shows the backscattered images of the microstructure at
the bottom of the cladding and remelting coatings. The cladding
coating presents the planar growth with a thickness of 3 µm
(Fig. 7a and c). With increasing distance from the surface of substrate, the planar growth is suppressed and the columnar dendrites
are formed. Subsequently, the columnar dendrites are inhibited
because they can be affected by heat flow along the direction of
heat flux, so the secondary dendrites (60 µm) can be formed in
the opposite direction of heat flow. Meanwhile, large amounts of
white phases I (Red arrow in Fig. 7c) are observed at the coatingsubstrate interface. Comparatively, the dendrite arm spacing
(DAS) of the black columnar phases II (50 µm) in the remelting
coating (yellow1 arrow in Fig. 7d) is much larger than that (15
µm) in the cladding coating (yellow arrow in Fig. 7c). Obviously,
the columnar dendrites are coarsened evidently at the bottom of
the remelting coating. Moreover, many white phases I (red arrow
in Fig. 7d) are precipitated not only at the bottom of the remelting
coating, but also at the center of the remelting coating (white arrow
in Fig. 6c).

1
For interpretation of color in Fig. 7, the reader is referred to the web version of
this article.
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According to the theory of the rapid solidification [32,36,37],
the microstructure characteristics are related to the ratio of temperature gradient G to solidification rate R, i.e. G/R. When laser
beam interacts with the pre-placed powder, the molten powder
can transfer the partial heat to melt the surface of substrate, resulting in metallurgical bonding. Moreover, the G is the largest and the
R is the smallest at the bottom of the molten pool, so that the ratio
G/R is nearly infinite. This in turn leads to the planar growth at the
bottom of the composite coatings. Additionally, the supersaturated
solid solution is formed (back phase II in Table 4) owing to the partial melting of the substrate. With increasing distance from the
surface of substrate, the G decreases and the R increases, leading
to a decrease in G/R. The solid/liquid interface is unstable, resulting
in the growth of columnar dendrites in the coatings (Fig. 7a and b).
When the cladding coating is remelted to form a molten pool, the
Fe2B and Fe3Mo phases are dissolved and atoms are rearranged to
form Fe23B6 and Fe9.7Mo0.3 phases. Furthermore, large amounts of
c-Fe and Cr9.1Si0.9 phases can be also precipitated from the amorphous matrix [32]. However, the bottom of cladding coating is
unmelted completely due to higher laser scanning speed (20
mm/s) during laser remelting, resulting in the coarse dendrites.
With further increasing distance from the surface of substrate,
the heat removal of the molten pool is non-directional, leading to
the formation of the equiaxed dendrites (Fig. 5). Compared to laser
cladding, a higher laser scanning speed during laser remelting can
obtain a higher cooling rate and a higher supercooling [38]. As a
result, the finer microstructure of the remelting coating can be
obtained at the center and top of the coating (Figs. 5 and 6).
As mentioned above, the white phase I is distributed within the
interdendrites in the cladding coating (Fig. 7a and c) and remelting
coating (Figs. 6c and 7b). According to the EDS spectrum, the white
phase I contains large amounts of Fe, W, C and Mo atoms and small
amounts of Cr and Mn atoms. Due to a low free formation enthalpy
(38.5 kJ/mol) [39], WC particles easily suffer from the dissolution
in the molten Fe-based alloy. Babu et al. [40] estimated that the
complete dissolution time of WC was about 0.055 s in the Febased alloy solvent during laser cladding by using ThermoCalc
software. Therefore, the C and W atoms from the dissolution of
WC particles can interact with Fe-based amorphous matrix or Feand Mo-rich phases to precipitate the (Fe, Mo)-rich carbides with
a blocky morphology (Fig. 7c and d) and form new amorphous
phase after rapid solidification. According to the results of XRD
and EDS analysis (Figs. 3, 4 and Table 4), the irregular phase III
can be identified as Fe-based amorphous matrix and the black
phase II is solid solution rich in Cr and Fe. The white phase I can
be identified as carbides rich in Fe and Mo.
3.3. Electrochemical corrosion of coatings
Fig. 8 shows the potentiodynamic polarization curves of the
cladding coating, remelting coating and substrate in 3.5 wt.% NaCl
solution. The parameters of electrochemical corrosion, i.e. corrosion potential (Ecorr), corrosion current density (Icorr) and polarization resistance Rp, are listed in Table 5. It is generally believed that
the lower Icorr denotes the lower corrosion rate and the higher Ecorr
represents the lower corrosion thermodynamic tendency [41,42].
Compared to the cladding coating and substrate, the remelting
coating has a relatively higher Ecorr ( 0.884 V) and lower Icorr (1.
25  10 5 A/cm2), indicating that the remelting coating has a relatively higher corrosion resistance. In addition, the Rp of the remelting coating is relatively higher than that of the substrate and
cladding coating, which further confirms that the remelting coating has a relatively lower corrosion rate. Obviously, laser remelting
can improve the corrosion resistance of the cladding coating.
In order to further study the corrosion resistance of the cladding
and remelting coatings in 3.5 wt.% NaCl solution, the electrochem-
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Fig. 5. Backscattered images of the microstructure at the top of Fe-based amorphous composite coatings: (a) cladding coating, (b) remelting coating.

Fig. 6. Backscattered images of the microstructure at the center of composite coatings: (a) cladding coating, (b) magnified image of (a), (c) remelting coating, (d) magnified
image of (c).

ical workstation is used to measure the EIS, i.e. the Nyquist patterns (Fig. 9) and the Bode patterns (Fig. 10), wherein the black
solid line indicates the impedance spectrum obtained by fitting
the equivalent circuits and the mark symbol represents the actually measured data in Fig. 10. It can be seen from Fig. 9 that the
substrate exhibits only a complete capacitive arc in the whole frequency region, while the cladding and remelting coatings have two
capacitive arcs (black and green arrows in Fig. 9), which can be further confirmed by their equivalent circuits (Fig. 11) and those
equivalent circuits were also observed in literatures [43–45]. In
order to obtain the optimal fitting results, the equivalent circuits
chosen v2 (chi-squared) must be in the10 4–10 3 and the results
are listed in Table 6. Obviously, the cladding and remelting coat-

ings have similar equivalent elements, such as the solution resistance Rs consisted of reference electrode and working electrode,
the coating resistance Rp and the charge transfer resistance Rt. In
addition, the equivalent circuit of the cladding coating includes
an electric double layer capacitor C and a constant phase angle
Q1 composed of solution and coating, where Q1 represents a nonideal capacitance of the cladding coating and substrate caused by
non-uniform electrode interface. The equivalent circuit of the
remelting coating consists of two constant phase angles, i.e. Q1
consisting of solution and coating, and Q2 consisting of coating
and substrate.
Although the Nyquist patterns of the cladding and remelting
coatings have similar characteristics, the capacitive arc diameter
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Fig. 7. Backscattered images of the microstructure at the bottom of composite coatings: (a) cladding coating, (b) remelting coating, (c) magnified image of (a), (d) magnified
image of (b).

Table 4
EDS analysis of microstructure in WC reinforced Fe-based amorphous composite coatings.
Microstructure characteristics

White phase Ⅰ
Black phase Ⅱ
Gray phase III

Composition (wt.%)
C

Cr

Mn

Mo

W

Si

Fe

9.21
8.13
11.5

14.36
7.70
14.76

0.86
1.83
1.93

21.96
2.15
8.33

25.94
3.18
8.45

–
0.87
0.02

27.67
76.14
55.05

Table 5
Electrochemical parameters of substrate, cladding and remelting coatings.
Materials
Substrate
Cladding coating
Remelting coating

Fig. 8. Potentiodynamic polarization curves of composite coatings and substrate in
3.5 wt.% NaCl solution.

of the remelting coating is larger than that of the cladding coating.
The Bode patterns are composed of three parts (Fig. 10): the first is
the lowest frequency area (10 2–100) of the maximum |Z| value,

Ecorr (V)
0.964
0.936
0.884

Icorr (A/cm2)
1.76  10
1.47  10
1.25  10

5
5
5

Rp (Xcm2)
1563.3
2424.2
2545.8

the second is the middle frequency area (100–103) of the slope of
the curves which is close to 1, and the third is the highest frequency area (103–104) with the lowest |Z| value which is almost
unchanged. Therefore, the diameter and |Z| value in the lowest
region of the remelting coating are larger than those of the cladding coating and substrate, resulting in better corrosion resistance
of the remelting coating. This is consistent with the results of
polarization curves (Fig. 8) and the similar observation was also
reported by Fan et al. [46].
As well known, the addition of Cr, Mo or W can improve the corrosion resistance of amorphous coatings [33]. For example, Farmer
et al. [47,48] proposed the formula of PREN (pitting resistance
equivalence number) that can be used to evaluate the corrosion
resistance of alloys and amorphous coatings. They found that the
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3.4. Microhardness of coatings

Fig. 9. Nyquist plots of composite coatings and substrate in 3.5 wt.% NaCl solution.

pitting resistance of the amorphous coatings was better than that
of the alloys, indicating that the stability of passivation films was
not only related to chemical composition, but also related to amorphous microstructure. The corrosion resistance of the remelting
coating is relatively higher than that of the cladding coating and
the substrate (Figs. 8–10), which can be explained by the following
reasons: the coating is susceptible to suffer from local etching in
3.5 wt.% NaCl solution, so that Fe atoms are dissolved preferentially
when the Cl ions in the electrolyte contact with the coating.
Because large amount of crystalline phases containing Cr and Mo
are formed in the remelting coating, Cr element is oxidized to form
a Cr-rich passivation film, which can hinder the erosion of Cl ions
and therefore reduce the corrosion rate of the remelting coating
[49,50]. Meanwhile, the Mo element can also form the oxide of
Mo, which can reduce the dissolution of Cr in the electrolyte
[51,52]. Therefore, the passivation potential of the remelting coating remains stable. Wang et al. [53] also found the similar local corrosion of Fe-based amorphous glasses and anodic dissolution
processes caused by Cl ions in the electrolyte. Furthermore, the
Fe23B6 phase can reduce the passive current density of the remelting coating and the amorphous phase III can also enhance the corrosion resistance. Therefore, the corrosion resistance of the
remelting coating is relatively higher than that of the cladding
coating.

Fig. 12 shows microhardness profiles of the cladding and
remelting coatings. The average microhardness of the cladding
coating is 754 HV, which is approximately 3.8 times higher than
that of the substrate (197 HV). While the average microhardness
of the remelting coating is 4.3 times higher that of the substrate
and the maximum value is up to 954 HV. This is because large
amounts of crystalline phases are formed at the top of the coatings,
while the amounts of the crystalline phases decreases and the
amounts of amorphous phase increase at the center and bottom
of the coatings. As a result, the microhardness at the center of
the coatings is relatively higher. Moreover, the addition of Cr can
also enhance the hardness of the composite coatings due to supersaturated solid solution. Comparatively, the microstructure of the
remelting coating is finer and many c-Fe and Cr9.1Si0.9 phases are
formed in the remelting coating (Figs. 3 and 4). Additionally, large
amounts of amorphous phase appear at the center and bottom of
the remelting coating. As a result, the microhardness of the remelting coating is approximately 1.13 times higher than that of the
cladding coating due to the combination of fine-grain strengthening and solid solution strengthening as well as the formation of
amorphous phase.
4. Conclusions
The WC-reinforced Fe-based amorphous composite coatings are
prepared by laser cladding with rectangle spot and subsequently
are performed by laser remelting. The geometrical profiles,
microstructure and properties of the cladding and remelting coatings are investigated. The results are listed as follows:
(1) There are pores and microcracks in the cladding coating. On
the contrary, there are no cracks and pores in the remelting
coating and the surface of the remelting coating becomes
smooth.
(2) The planar growth with a thickness of 3 µm is formed and
large amounts of white carbides are precipitated at the bottom of the cladding coating. However, new phase Cr9.1Si0.9 is
precipitated in the remelting coating and the microstructure
at the top of the remelting coating is finer because of a
higher cooling rate during laser remelting.
(3) Large amounts of precipitations rich in Cr and Mo, the formation of Fe23B6 phase as well as the amorphous phase in
the remelting coating can form a passivation film in 3.5

Fig. 10. Bode images of composite coatings and substrate in 3.5 wt.% NaCl solution: (a) Bode impedance magnitude curves, (b) Bode phase angle curves.
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Fig. 11. Equivalent circuits of composite coatings: (a) cladding coating, (b) remelting coating.

Table 6
Electrochemical parameters obtained from equivalent circuits fitting of composite coatings in 3.5 wt.% NaCl solution.
Rs (X cm2)

Sample
1
2

3.402
3.051

Rp (X cm2)
4.467
0.615

Rt (X cm2)
1528
5207

Q1-Yo (X
1.2  10
7.4  10

1

cm

3
4

2

sn)

n1
0.44
0.33

Q2-Yo (X
–
6.23  10

1

cm

5

2

sn)

n2
–
0.87

C (F cm
5.1  10
–

)

v2

5

5.4  10
1.9  10

2

3
3

Note: 1 Refer to cladding coating; 2 Refer to remelting coating.

Fig. 12. Microhardness distribution of composite coatings.

wt.% NaCl solution, which can reduce the corrosion rate and
therefore increase the corrosion resistance of the remelting
coating.
(4) The microhardness of the remelting coating is relatively
higher than that of the cladding coating and substrate due
to the formation of large amounts of amorphous phase and
hard strengthening phases.
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