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a b s t r a c t

In this article, we present the electronic properties of various carbon honeycombs (C-honeycombs) with
different cell sizes and junction types based on ab initio calculations. Among the three typical C-hon-
eycombs with junctions connected via the zigzag edge, the armchair edge, or the hybrid edges of gra-
phene nanoribbons, it is found that the zigzag C-honeycombs and the hybrid ones exhibit metallic
properties. However, the armchair C-honeycombs are metallic only if the number of atomic planes N of
the graphene nanoribbon in the C-honeycomb sidewall follows N ¼ 3pþ1, with p as an integer and are
semiconducting for other N. For those semiconducting ones, the bandgap of the C-honeycomb is about
1.19 eV with the narrowest sidewall (5.2 Å) and monotonically decreases to about 0.15 eV when the
width is increased to 34.8 Å. The semiconducting nature of such C-honeycombs with nanometer size
pores may be used for lightweight semiconductor in electronic devices or supercapacitor energy storage.
As a comparison, we show that all boron honeycombs are metallic, and their electronic properties are
independent of sidewall widths.

© 2018 Elsevier Ltd. All rights reserved.
Graphene has extremely high strength [1], high electrical and
thermal conductivity [2,3], and many other appealing physical and
chemical properties [4]. Owing to its nature with zero bandgap [5],
different strategies have been proposed to open the electronic
bandgap of pristine graphene. For example, the substrate-induced
bandgap opening method [6,7] and tensile straining [8] may lead
to a small bandgap in pristine graphene. By cutting large-area
graphene into nanoribbons, distinct electronic properties were
observed in contrast to the pristine graphene sheets. Further
studies indicate that both the edge-type and ribbon width may
affect the electronic properties of graphene nanoribbons (GNRs)
[9e17]. The bandgap is a primary effect of large number of defects
in such GNRs. Indeed, grain boundaries in polycrystalline graphene
could also introduce a small bandgap per the first principle calcu-
lations [9e17]. With the success of carbon honeycomb (C-honey-
comb) synthesis [18] and the identification of stable three-
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dimensional (3-D) structures [19,20], it would be of interest to
examine the electronic properties of those stable 3-D C-honey-
combs constructed by graphene sheets of different chirality since
they inherit both the GNR structures and the grain boundary de-
fects. In this article, we show how the sidewall width and junction
type may influence the electronic properties of C-honeycombs.
Borophene is another two-dimensional material, whichmight form
honeycomb structures as well. Here, we also study the electronic
properties of boron-honeycombs (B-honeycombs) and compare
them with C-honeycombs.

As detailed in the study by Pang et al [19], a C-honeycomb is
composed of GNRs by forming junctions with hybrid sp2 and sp3

bonding. Stable zigzag GNRs form 5-5-8 junction of C-honeycomb
(ZZ-CH), while the armchair GNRs form 6-6-6 junction of C-hon-
eycomb (AC-CH). A hybrid C-honeycomb structure, with alternative
5-5-8 junction and 6-6-6 junction can also be formed. Two types of
combination, with sp2 bonding in the sidewall and sp3 bonding in
the junction exist not only in the zigzag and armchair C-honeycomb
structures but also in the hybrid structures. To analyze how the
bonding hybridization may influence the electronic properties, we
denote the junction atoms (in red color) as C1 and the sidewall
atoms (in blue color) as C2, as shown in Fig. 1a.
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Fig. 1. Electronic band structure of zigzag C-honeycombs of different sizes. (a) Atomistic structure of sidewall in ZZ-CH and AC-CH. The inset at the top-right corner is the first
Brillouin zone used to present the electronic band structures. Electronic band structures (E-EF) and projected density of states of different kinds of atoms in the zigzag C-hon-
eycombs with different sidewall widths: (b) 5.8 Å; (c) 10.1 Å. (d) States of the Fermi level average in the volume as a function of sidewall size. PDOS, projected density of states.
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As illustrated in Fig. 1a, the size of C-honeycombs is identified by
the width of the sidewall which is a GNR. The width W of a GNR is
obtained as

W ¼ ðN � 1Þ
ffiffiffi
3

p

2
a0 (1)

for GNRs with armchair edges along the ribbon direction (armchair
GNRs), and

W ¼
��

N
2

�
þ 1
2

�
N � 1
2

��
a0 (2)

for GNRs with zigzag edges along the ribbon direction (zigzag
GNRs), where N is the number of atomic planes of the graphene
ribbon, and a0 is the length of C-C bonds. The bracket [x] in Eq. (2)
represents the integer function, which means the largest integer
smaller than x.

We use the Vienna ab initio simulation package [21,22] to
calculate the electronic band structures. Calculations are based on
the projector augmented wave pseudopotentials [23] and the
generalized gradient approximation of the Per-
deweBurkeeErnzerhof functional [24]. The kinetic energy cut-offs
for the plane-wave basis set are 520 eV for C-honeycomb and
400 eV for B-honeycomb. A 3�3�6 MonkhorstePack k-mesh is
used for the reciprocal space of a primitive unit cell of ZZ-CH and
AC-CH (width W <20�A others, the atomic force convergence bar is
set as 1e�2 eV/Å). The stability calculation of the hybrid C-honey-
combs is completed by phonon dispersion analysis using the
supercell method by Phonopy package [25]. The system is relaxed
by setting the atomic force to be 1e�5 eV/Å to satisfy the required
accuracy in phonon dispersion calculations.

We show in Fig. 1, the electronic band structures of ZZ-CHs of
different sidewall widths. It is rather obvious that ZZ-CHs are
metallic. To understand the origin of these electronic properties, we
calculated the projected density of states of two types of carbon
atoms (C1 and C2). As shown in Fig. 1b and Fig. 1c, there is negli-
gible contribution from C1 atoms to the density of states (DOSs)
around the Fermi level. Major contribution comes from the 2px and
2py orbitals in C2 atoms. These two projected DOS contribute
equally to the metallic property. The band structures of the ZZ-CH
with the sidewall width 10.1 Å (Fig. 1c) resemble those in GNRs
[16,17] but differ greatly from that of the zigzag nanotubes [26].
These electronic band structures indicate that there will be a peak
at the Fermi level for ZZ-CHs. The electrical conductivity is mainly
dominated by the DOS 3kBT close to the Fermi level, where kB is the
Boltzmann constant and T is the temperature in Kelvin. Fig. 1d
shows the average electronic density (per atom) in those C-hon-
eycombs. Although carrier concentration does not change
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monotonically with the increased width, they are in the same order
of magnitude with those of most metals [27].

The electronic band structures of armchair AC-CH of different
sizes are shown in (Fig. 2). These structures exhibit both semi-
conducting and metallic properties, which are distinct from those
of the ZZ-CH ones. When N ¼ 3pþ1 (where p is a positive integer),
the AC-CH structure is metallic, while AC-CHs are semiconducting
when N ¼ 3p and N ¼ 3pþ2. It is worth noting that these electronic
band structures are different from those of armchair GNRs [13]
EmðkÞ ¼ ±g0
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calculated by tight-binding model and the first-principles
method, in which the GNRs show semiconducting properties if
N¼3pþ1. From the DOS of semiconducting AC-CHs, the first peak
below the Fermi level is close to the valence band when N¼3pþ2; if
N¼3p, the peaks are typically far away from the top of valence band.
With the increasing sidewall width, the first peak in the valence
band moves to the top of valence band.

We also calculated the contribution of each orbital to the
metallic structures (Fig. 2c). Similar to those in ZZ-CHs, 2px and 2py
orbitals of C2 atoms dominate the electronic DOS around the Fermi
level, and the two orbitals have equal contributions; the
Fig. 2. Electronic band structure (E-EF) and total density of states of armchair C-honeycom
Electronic band structure (E-EF) and projected density of states of carbon honeycomb with si
contribution from the C1 atoms is also negligible. Recently, a new
stable metallic carbon allotrope (Hex-C18) was predicted [28], and
the dominant contribution tometallic nature of this novel structure
was found to come from 2pz orbitals of C2 atoms.

The width-dependent electronic properties of AC-CH can be
explained by adopting the energy band analysis for zigzag nano-
tubes where their electronic states near the Fermi level are origi-
nated from p. The energy dispersion relation EmðkÞ of the zigzag
nanotubes of width N is given as [29]:
where g0 is the nearest-neighbor transfer integral and a ¼
ffiffiffi
3

p
a0,

and k is a one-dimensional vector along the axial direction. Since
the atomic structure of the GNRs in the AC-CHs is similar to that of
the zigzag nanotubes and the edges of the nanoribbons only occupy
a small fraction, the nanoribbons are thus expected to largely retain
the electronic properties of zigzag nanotubes. Therefore, the size
dependent band structure of AC-CHs could be explained by Eq. (3)
for zigzag carbon nanotubes [29e31].

We present the electronic bandgaps of semiconducting AC-CHs
as a function of the sidewall width in Fig. 3. In AC-CHs, the elec-
tronic bandgap decreases with the increasing sidewall width. This
bs with different sidewall widths: (a) W ¼ 5.2 Å (N ¼ 5); (b) W ¼ 6.5 Å (N ¼ 6). (c)
dewall width W ¼ 7.7 Å (N ¼ 7). DOS, density of state; PDOS, projected density of states.



Fig. 3. Comparison of electronic bandgaps of AC-CHs with different sidewall width.
The results of carbon nanoribbons calculated using local density approximation
pseudopotential are also plotted for comparison [13].

Fig. 4. (a) Local atomistic structure of 5-8-6 hybrid system and the first Brillouin zone of stru
(red) while the sidewall atoms are denoted as C2 (blue), same as the previous definition. (b) P
The band structures (E-EF) and projected density of states of hybrid structures. PDOS, projec
the reader is referred to the Web version of this article.)
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means that thewidth of graphene ribbons determines the changing
trend of electronic bandgaps in the AC-CHs. When the sidewall
width is increased to W ¼ 34.8 Å, the electronic bandgap is
decreased to about 0.15 eV, which is still greater than zero.

We further calculate the electronic properties of the hybrid
systemwith 5-8-6 rings (Fig. 4). In such C-honeycomb, the junction
is also composed of sp3 hybridized bonding, with one-side similar
to the ZZ-CHs and the other side resembling that in the AC-CHs.
Here, we calculate first the phonon dispersion of the smallest
hybrid honeycomb and find that all phonon frequencies are posi-
tive, which indicates that these structures are mechanically and
thermodynamically stable. Note that the two sidewalls are at
different widths with a¼4.4 Å, b¼5.8 Å (Fig. 4b). The electronic
properties of the structures with different sidewall widths are
shown in Fig. 4c. These structures show that the hybrid honey-
combs are metallic. The introduction of the hybrid junction, one as
that in the ZZ-CH and the other in AC-CH cannot open the bandgap.
From Fig. 4c, we see that the dominant metallic feature comes from
the 2py orbital. Compared with the electronic DOS of the ZZ-CH and
the AC-CH ones, the projected DOS of hybrid C-honeycomb in 2px
cture used to calculate the band structures. Here the junction atoms are denoted as C1
honon dispersion of the hybrid structure with the sidewall size: a ¼ 4.4 Å, b ¼ 5.8 Å. (c)
ted density of states. (For interpretation of the references to color in this figure legend,



Fig. 5. Phonon dispersion and electronic band structure of B-honeycombs with different junctions. (a) Atomistic structure of sidewall in ZZ-BH and AC-BH. The inset at the top-right
corner is the first Brillouin zone used for the phonon dispersion and electronic band structures calculations. (b)Phonon dispersion and (c) electronic band structures of ZZ-BH with
the sidewall width: 6.2 Å. (d) Phonon dispersion of AC-BH with the sidewall width: 4.4 Å. Electronic band structures of AC-BHs with the different sidewall widths: (e) 4.4 Å (N ¼ 5),
(f) 5.4 Å (N ¼ 6).
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and 2py orbitals is significantly different, owing to the structural
difference in the junction.

We present a comparison of electronic band structure of C-
honeycombwith B-honeycomb, and the latter seems to be stable as
well when deposited on a substrate [32]. We consider the same
type of junctions in B-honeycomb as in C-honeycomb, and term B-
honeycombs as ZZ-BH and AC-BH, if borophene ribbons are con-
nected along the zigzag edge and the armchair edge for the three-
dimensional structure, respectively. In comparison with C-honey-
combs, B-honeycombs with zigzag nanoribbons collapse when sp3

bonding is considered in the junctions. The relaxed atoms in the
junction in ZZ-BH are sp2 hybrid bonding, as shown in Fig. 5a. We
also calculate the phonon dispersion of the smallest zigzag B-
honeycomb to examine the stability of ZZ-BH (Fig. 5b). Negative
frequencies are observed in the phonon dispersion. From the sta-
bility analysis of free-standing borophene [32], we conclude that
ZZ-BH may need suitable substrates to maintain its structural sta-
bility. Fig. 5c shows the band structures of ZZ-BHs. Here, all these
structures exhibit metallic properties. From the phonon dispersions
and electronic band structures of AC-BHs, as shown in Fig. 5def,
negative phonon frequencies are seen (Fig. 5d). By defining the
number of atomic planes (N) of the borophene ribbon as the same
with C-honeycomb, we see B-honeycombs of different sidewall
widths are metallic.

In conclusion, we calculate the electronic band structures of
several mechanically stable 3-D C-honeycombs, which is
mechanical stable and is of signficance for the scale-up of 3-D
graphene [18e20,33]. We reveal that both ZZ-CHs and the hybrid
ZZ and AC honeycombs are metallic, while AC-CH ones may be
either metallic or semiconducting: It is metallic only if N ¼ 3pþ1,
but it is semiconducting when N ¼ 3p and N¼3pþ2. For the latter
case, the bandgap of these semiconducting AC-CHs decreases with
the increase of the sidewall width. The bandgap is as low as 0.15 eV
in the AC-CHs when the sidewall width is increased to 34.8 Å. The
metallic nature of ZZ-CH and AC-CHs originates from the equal
contribution from the 2px and 2py orbitals. In contrast, the two
orbitals exhibit distinct contribution in the hybrid C-honeycomb.
All these B-honeycombs structures studied here are instable
without the support of suitable substrates, and they exhibit
metallic nature.
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